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Sample Description fi#5/ Trademark: Q235B JE &/ Thickness: 1.8 mm
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Test Equipment Microcomputer controlled electro-hydraulic servo universal testing machine SHT4605
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1.5 483K 50/ Tensile test
M MBF R Test standard: GB/T 228.1-2010
Ry 45 5/ Test result:
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Tensile Strength Upper Yield Strength | Percentage Elongation
Sp. No. Note
(MPa) (MPa) after Fracture (%)
BARZR #% B GB/T 700-2006
370~500 =235 =26
Tech. req. From the GB/T 700-2006
e
C-1 415 292 42.5
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