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1.4 B8 BE R I8/ Vickers hardness test
R JUFFAE/ Test standard: GB/T 4340.1-2009

R 45 R /Test results:
REEG = LoRlIESE S FHE WRERF 5 % 7E
Sp. No. Test Results AVG Hardness symbol Note
BORER Egak
HW=13
Tech. req. Provided by clients
A-1 83.6 84.3 83.2 83.7 HV5 -eee
Zincy
A-1 13.5 13.6 13.5 13.5 HW (FHK)
Acceptable

E/Notes: 4 PO e FRBEREAKHR i % P 426, / Vickers hardness conversion Vickers hardness basis provided by the
customer.
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