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1.4 5 #7/Component analysis
Ky UHFE/ Test standard: GB/T 4336-2016

455 /Test results:
GRS . &
C (%) Si (%) Mn (%) P (%) S (%)
Sp. No. Note
HRER 3% GB/T 700-2006, Q235B
<0.20 <0.35 <1.40 <0.045 <0.045
Tech. req. From the GB/T 700-2006, Q235B
"E
A-1 0.13 0.14 0.27 0.018 0.002
Acceptable




