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%ﬁﬁ%ﬁ( LHBENZREERAR
Client's Unit
Hebl/daiE ‘
- THREEEHERNTAMILRE 6 5
FEIRAS/ Sample Description: EZ Solid state £ ###/Sample Quantity:1
FERIER B i B FR/ Sample Name: HREEER
Sample Description
H'B/Else: /
TapLEE b PR AR T BE BRIl SHT4605 (KA 24 202048 12 H 08 H)
Microcomputer controlled electro-hydraulic servo universal testing machine SHT4605
RURE 3 B # ok BL R X ARL3460(R07 2087 2020 48 12 A 08 H)
Test Equipment American thermoelectric direc treading spectrometer.
LA S
Spray box - B
2L S
RN E AR RTR
Test Methods /Test Vide infra
Items/ Test Results
BEES REHH
2020.03.27 2020.04.02
Delivering Date Test Date '
& ,
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Compiled by =
LA . B
a Checked by W
* & . £
Appreved by %\ k’f




STS BEEN  euRs
Science Test Service Test Report
A= (No.) : STS2003130B-1 %4 BH/Report Date:2020/04/03 2T H4T (Page20f 4)
LM / Appearance inspection®
T RIBRAE/ Test standard: /
5 5/ Test result:
.
i RIS 45 R /Test Results £V /Note
Sp. No.
N 1. AREFEHENSIL. |, BRMESIE 2. FRUEREAERS. 2F.
Tec-h . FHEREAS. 3. TATTFENRER. REHE. BE. BE. Fo85%E EFRE
. req.
AT AT, Kk,
B 1. THEMS. [E. BRNESIR 2. KEMEERS. 2R, BHEE o
BARS. 3. EEENRR. RER%. BE. L. 4. TRETE. S, a

i OFERREN.

.

2. 8858 Tensile test
R FUARE Test standard: GB/T 228.1-2010
RETULE SR Test result:
; HAEE Ry EEREE Ry B EAKEA) .
RS _ , RIREA) &
Tensile Strength | Upper Yield Strength | Percentage Elongation
Sp. No. Note
(MPa) (MP2) after Fracture (%)
HARER 1% H GB/T700-2006 $1#1 Q235B
370~500 =215 =26
Tech. req. From Q235B in GB/ t700-2006
e
B-1 378 394 39.0
Acceptable
3. M40/ Spectral analysis
BRARIE/ Test standard: GB/T 4336-2016
R R Test results
REERS . = #/E
C (%) Si (%) Mn (%) P (%) S (%)
Sp. No. Note
BRZER % 8 GB/T700-2006 * £ Q235B
<0.20 <0.35 <1.40 <0.045 <0.045 >
Tech. req. From Q235B in GB/ T700-2006
#E
B-2 0.026 0.004 0.19 <0.003 0.003
Acceptable
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4. ¥ 2RI/ Neutral salt spray test®

B BIFRYE/ Test standard: GB/T 10125-2012 NSS

R HLS e/ Test result:
SR | KR e
Sp. No. Test Result Note
Tech. req. S o
B-4 TUAES

E: ONERREEA.

R 5 /After the Test

- T £5 5K/ End of this page----
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