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1.4 9 ¥7/Component analysis

M AERAE/ Test standard: GB/T 11170-2008

BW 45 R/ Test results:
WEEaS .
C (%) Si (%) Mn (%) P (%) S (%)
Sp. No.
FARER
=0.07 <0.75 =2.00 <0.045 <0.030
Tech. req.
1-1 0.05 0.50 Y22 0.033 0.002
WHSS i &
Cr (%) Ni (%)
Sp. No. Note
HARER 3% E /From the
17.50~19.50 8.00~10.50
Tech. req. GB/T 3280-2015, 304
(SR
1-1 18.04 8.13
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